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I. VEHICLE DESIGN 

A. AEROTHERMODYNAMICS 

1. 0 Thermal  Design 

1. 1 Main Ablator 

1. 1. 1 Main Ablator Thickness Definition 

Subsequent to the f r eeze  date f o r  a i r f r ame  006 ablator thickness defini- 
tion, additional thermal  analyses indicated the desirabil i ty f o r  minor  
thickness refinements at cer ta in  locations over the Command Module. 
It was  a l s o  discovered that the thickness a t  Station 250 was  erroneously 
reported.  A revised thickness table has been compiled for  the ent i re  
Command Module and will be incorporated into the design f o r  a i r f r a m e  
009. 
h a s  been transmitted to NAA/S&ID in letter,  R&DJAC/ - 126. 

Table I l i s t s  the thicknesses; fo rma l  notification of this  revision 

1. 1 .2  Shear Pad  Thickness Perturbations 

Ablator thicknesses f o r  the areas affected by the shear /compression 
pad perturbations were  updated for a i r f r a m e  009 assuming a radial  
orientation. Two principle reasons were  considered a s  the bas i s  f o r  
th i s  updating. F i r s t ,  the reference design f o r  a i r f r a m e  006 does not 
consider  the variation of radiant heating over  the relatively l a rge  a r e a  
affected by the pads. T.his variation of heating is quite significant p a r -  
t icularly f o r  radially oriented perturbations which reach the crew com- 
partment. The revised perturbations reflect  the appropriate variation 
of radiant heating. 
1. 0, was originally interpreted a s  being the locus of local nominal con- 
vective heating. The revised thicknesses consider a l i t e ra l  interpreta-  
tion of this  value; thus the line becomes the locus of points experiencing 
heating equal to the reference shear pad heating. F igu re  1 shows sche- 
matically the points considered for this  analysis while table I1 l i s t s  the 
associated total ablator thicknesses f o r  each shear  pad a r e a .  

Second, the locus of the heating value, qlocal/q, = 

1. 1. 3 RTV-560 Void Analysis 

It was  reported previously that analyses were  performed at two RTV- 560 
gasket installations to evaluate the effects of a 0. 075-inch void. 

Results of an  analysis of voids in RTV-560 gaskets indicate that a 0. 075- 
inch void will not adversely backface temperature  unless located within 
the outer 15 to 40 percent of the gasket, depending upon vehicle loca- 
tion. F u r t h e r  analyses  were  performed in this  region of adve r se  

- 1- 



temperature  effects to evaluate the effects of sma l l e r  voids. 
sults, along with those shown previously, a r e  presented in figures 2 
and 3 f o r  a n  aft compartment and a crew compartment location, r e -  
spectively. 
near the surface of the RTV-560 depres ses  these upper bound responses 
significantly. Based upon these resul ts ,  the following thermal accep- 
tance c r i te r ia  were  established f o r  RTV- 560: 

The re -  

It i s  evident that basing c r i te r ia  upon sma l l e r  void s i zes  

a. 
the outer 40 percent of the gasket and 0. 075 inch in the remainder 
of the mater ia l .  

Aft compartment - -  void size shall not exceed 0. 0 3  inch in 

b. 
0. 03 inch in the outer 15 percent of the gasket and 0. 075 inch in 
the remainder of the mater ia l .  

Crew and forward compartments - -  void size shall not exceed 

These c r i t e r i a  a r e  considered real is t ic  due to the one-dimensional 
nature of the analysis,  thus establishing upper bound effects. 

1. 1 . 4  Bond Line Temperatures  a t  Fo rward  Pitch Engine Loose Ablator 
Panel 

A one-dimensional thermal  analysis  was performed to determine maxi- 
mum bond line temperatures  along the forward pitch engine loose 
ablator panel for  t ra jectory HSE-3A. 
panel, shown in figure 4, is imposed by NAA/S&ID position of the engine 
and the forward compartment separation plane. The back side of the 
RTV-560 was considered a s  adiabatic since definition of the possible 
heat t r ans fe r  effects f rom the l iner  to the gasket has  not been provided 
by NAA/S&ID. Figure 5 summar izes  the maximum bond-line tempera-  
t u r e s  experienced a t  the reentry t imes  at which these values occur.  It 
i s  seen that extremely high bond-line t empera tu res  occur near  the apex 
of the wedge and that all maximum values occur  p r i o r  to the end of r e -  
entry heating. 

The wedge configuration of this  

The resu l t s  of this  analysis have been given to s t ruc tu res  f o r  examina- 
tion. 

1. 1. 5 Abort Tower Well Ablator Thicknesses 

A detailed review of the radiation view fac to r s  used as  a bas i s  f o r  siz- 
ing the abort  tower well ablator has  been conducted. Results indicate 
that in general  the view fac to r s  a r e  higher;  consequently, the ablator 
thickness requirement mass. is reduced somewhat. The new require- 
ments  and the corresponding locations a r e  shown in Table 111 and on 
f igures  6 and 7. 

- 2- 



Heating 
Lo cation 

No. 

100 
101 
102 
103 
104 
105 
106 
107 
108 
109 
110 
ill  
112 
113 
114 
115 
116 
117 
118 
119 
120 
121 
122 
200 
201 
202 
203 
204 
205 
206 
207 
208 
209 
21 0 
21 1 
21 2 
213 

TABLE I 

MAIN ABLATOR THICKNESSES 

Theta 
(degrees ) 

0 O= Windward 

Origin of C I M  
0 

11. 25 
22. 5 
33.75 
45. 0 
67. 5 
90. 0 
112.5 
135. 0 
157. 5 
180.0 
0 
11.25 
22. 5 
33.75 
45. 0 
67. 5 
90. 0 
112.5 
135. 0 
157. 5 
180. 0 
0 
11.25 
22. 5 
33.75 
45. 0 
67. 5 
90. 0 
112.5 
135.0 
157. 5 
180. 0 
0 
11.25 
22. 5 

Reentry 
Thickness 

(inches) 

1. 82 
2. 16 

2. 11 

1.94 

1. 71 

1. 62 

1. 54 

2. 46 

2. 43 

2. 15 

1. 82 

1. 55 

1. 41 

- 3- 

Boost 
Thickness 

(inches) 

1. 82 
2. 16 

2.11 

1. 94 

1. 71 

1. 62 

1. 54 

2. 46 

2. 43 

2. 15 

1. 82 

1. 55 

1. 41 

Thickness 
(inches) 



V 

v 

TABLE I (Cont 'd) 

I 

Heating 
Location 

No. 

214 
21 5 
216 
217 
218 
219 
220 
22 1 
222 
223 
224 
225 
226 
227 
228 
229 
230 
23 1 
232 
233 
234 
235 
236 
237 
23 8 
239 
240 
241 
242 
243 
244 
245 
246 
247 
248 
249 
250 
2 5 1  
252 r 

Theta 
(degrees)  

Oo= Windward 

33.75  
45. 0 
67. 5 
90. 0 

112.5  
135. 0 
157. 5 
180.0 

0 
11. 25 
22. 5 
33.75 
45. 0 
67. 5 
90. 0 

112.5  
135. 0 
157. 5 
180.0 

0 
11. 25 
22. 5 
33 .75  
45. 0 
67. 5 
90. 0 

112.5 
135. 0 
157. 5 
186. 0 

0 
11. 25 
22. 5 
33.75  
45. 0 
67. 5 
90. 0 

112.5 
135. 0 

XC 
(inches) 

Reentry 
Thickness 

(inches ) 

2. 67 

2. 53 

2. 27 

1. 90  

1. 67 

1. 07 

1. 97 

1. 9 0  

1. 77 

1. 23 

0. 83 
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Boost 
Thickness 

(inches) 

0. 07 

0. 07 

0. 07 

0. 07 

0. 07 

0. 07  

0. 08 

0. 08 

0. 08 

0. 08 

0. 08 

Launch 
Thickness 

(inches ) 

2. 7 4  

2. 60 

2. 3 4  

1. 97 

1 . 7 4  

1. 1 4  

2. 05 

1. 98 

1. 85 

1. 3 1  

0. 91 



TABLE I (Cont'd) 

Location 

253 
254  
255 
256 
257 
258 
259 
260 
26 1 
262  

2 6 4  
265 
266 
267 
268 
269 
270 
2 7 1  
272  
273 
274  
275 
276 
27 7 
278 
279 
280 
28 1 
282  
283 
284  
285 
286 
287 
300  
301  
302 
303 

L O 3  

Theta 
(degrees ) 

Oo= Windward 

157. 5 
180. 0 

0 
11.25 
22. 5 
33.75 
45. 0 
67. 5 
90. 0 

112.5 

157. 5 
180.0 

0 
11.25 
22. 5 
33.75 
45. 0 
67. 5 
90. 0 

112.5 
135.0 
157. 5 
180.0 

0 
11. 25 
22. 5 
33.75 
45. 0 
67. 5 
90. 0 

112.5 
135.0 ' 

157. 5 
180.0 

0 
11.25 
22. 5 
33.75 

- - -  
122. " 

XC 
(inches) 

Reentry 
Thickness 

(inches ) 

0. 76 

1. 76 

1. 64  

Boost 
Thickne s s 

(inches) 

0. 08 

0. 09 

0. 09 

Launch 
Thickness 
(inches ) 

0. 8 4  

1. 85 

1. 73 
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I 

TABLE I (Cont 'd) 

Heating 
Location 

No. 

304 
305 
306 
307 
308 
309 
310 
31 1 
312 
313 
314 
315 
316 
317 
3 18 
319 
320 
32 1 
322 
323 
324 
32 5 
326 
327 
328 
329 
330 
331 
3 32 
333 
3 34 
335 
336 
3 37 
3 38 
3 39 
340 

Theta 
(degrees  ) 

Oo= Windward 

45. 0 
67. 5 
90. 0 

112.5 
135. 0 
137. 5 
180. 0 
0 

22. 5 
45. 0 
67. 5 
90. 0 

112.5 
135. 0 
157. 5 
180. 0 
0 

22. 5 
45. 0 
67. 5 
90. 0 

112.5 
135. 0 
157. 5 
180. 0 
0 

22. 5 
45. 0 
67. 5 
90. 0 

112.5 
135.0 
157:5 
180. 0 
0 

22. 5 
45. 0 

Reentry 
Thickness 

(inches ) 

1.49 

1 .01  

0. 7 1  

0. 60 
1.45 
1. 36 
1.20 
1.00 
0. 8 0  
0. 42 
0. 37 
0. 11 
0. 05 
1. 42 
1. 30 
1. 18 
1. 03 
0. 78 
0. 51 
0. 38 
0. 19 
0. 19 
1, 36 
1. 32 
1. 13  
0.97 
0.79 
0. 58 
0. 39 
0. 28 
0. 39 
1. 35 
1. 30 
1. 12 

Boost 
Thickness 

(inches ) 

0. 09 

0.09 

0. 09 

0. 09 
0. 10 
0. 10 
0. 10 
0. 10 
0. 10  
0. 10 
0. 10 
0. 10 
0. 10 
0.  10 
0. 10 
0. 10 
0. 10 
0. 10 
0. 10 
0. 10 
0. 10 
0. 10 
0. 10 
0. 10 
0. 10  
0. 10 
0. 10 
0. 10  
0. 10 
0. 10 
0. 10 
0. 10 
0. 10 
0. 10 

Launch 
Thickness 

(inches ) 

1. 58 

1. 10 

0. 8 0  

0. 69 
1. 55 
1. 46 
1. 30 
1. 10 
0. 90 
0. 52 
0.47 
0, 21  
0. 15 
1. 52 
1. 40 
1. 28 
1. 13 
0. 88  
0. 6 1  
0. 48 
0. 29 
0. 29 
1. 46 
1. 42 
1. 23 
1. 07 
0. 89 
0. 68 
0.49 
0. 38 
0.49 
1 . 4 5  
1. 40 
1 .22  
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Heating 
Location 

No. 

V 

~ ~~~ 

34 1 
342 
343 
3 44 
34 5 
346 
347 
348 
349 
350 
351 
352 
353 
3 54 
355 
356 
3 57 
3 58 
3 59 
360 
36 1 
362 
363 
364 
365 
366 
367 
368 
369 
37 0 
37 1 
372 
37 3 
400 
40 1 
402 
40 3 
404 
40 5 
406 
407 

7 

TABLE I (Cont'd) 

Theta) 
(degrees)  

67. 5 
90. 0 
112.5 
135.0 
157. 5 
180.0 
0 
22. 5 
45. 0 
67. 5 

112.5 
135. 0 
157. 5 
180.0 
0 
22. 5 
45. 0 
67. 5 
90. 0 
11. 25 
135.0 
157. 5 
180.0 
0 
22. 5 
45. 0 
67. 5 
90. 0 
112.5 
135. 0 
157. 5 
180. 0 
0 
22. 5 
45. 0 
67. 5 
90. 0 
112.5 
135. 0 
157. 5 

P A  n 
I". - 

Reentry Boost 

(inches ) (inches) 
Thic kne s s Thickne s s 

0.97 
0. 78 
0. 61 
0.40 
0. 35 
0. 48 
1. 31 
1. 28 
1. 09 
0.95 

0. 58 
0. 42 
0.45 
0. 61 
1. 28 
1. 24 
1. 03 
0.91 
0. 78 
0. 58 
0.45 
0. 52 
0. 70 
1.21 
1. 19 
1.00 
0. 89 
0.74 
0. 57 
0. 49 
0. 58 
0.73 
1. 09 
1. 08 
0.97 
0.88 
0.74 
0. 56 
0. 50 
0. 59 

n T O  _. . _  

-7 - 

0.10 
0. 10 
0. 10 
0. 10 
0. 10 
0. 10 
0. 10 
0. 10 
0. 10 
0. 10 

0. lo 
0. 10 
0. 10 
0. 10 
0. 10 
0. 10 
0. 10 
0. 10 
0.10 
0. 10 
0. 10 
0. 10 
0. 10 
0.10 
0. 10 
0. 10 
0. 10 
0.10 
0. 10 
0. 10 
0. 10 
0.10 
0. 09 
0. 09 
0. 09 
0. 09 
0. 09 
0. 09 
0. 09 
0. 09 

n i n  _ _  _ -  

Launch 
Thickne s s 

(inches ) 

1. 07 
0. 88 
0. 71 
0. 50 
0.45 
0. 58 
1. 41 
1. 38 
1. 19 
1.05 
n Q Q  

0. 68 
0. 52 
0. 55 
0. 71 
1. 38 
1. 34 
1. 13 
1. 01 
0. 88 
0. 68 
0. 55 
0. 62 
0. 80 
1. 31 
1. 29 
1. 10 
0.99 
0. 84 
0. 67 
0. 59 
0. 68 
0.83 
1. 18 
1. 17 
1. 06 
0. 97 
0. 83 
0. 65 
0. 59 
0. 68 
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TABLE I (Cont'd) 

* 

Heating 
Lo cation 

No. 
~~~ ~ 

408 
409 
41 0 
41 1 
41 2 
41 3 
414 
41 5 
41 6 
41 7 
41 8 
41 9 
42 0 
42 1 
422 
42 3 
424 
42 5 
426 
42 7 
42 8 
42 9 
430 
43 1 
432 
43 3 
434 
43 5 
500 
50 1 
502 
503 
504 
505 
506 
507 
508 
509 
510 

Theta 
(degrees ) 

Oo= Windward 

180. 0 
0 

22. 5 
45. 0 
67. 5 
90. 0 

112.5 
135. 0 
157. 5 
180. 0 

0 
22. 5 
45. 0 
67. 5 
90. 0 

112.5 
135. 0 
157. 5 
180. 0 

0 
22. 5 
45. 0 
67. 5 
90. 0 

112.5 
135. 0 
157. 5 
180. 0 

0 
22. 5 
45. 0 
67. 5 
90. 0 .  

112.5  
135. 0 
157. 5 
180. 0 

0 
22. 5 

XC 
(inches) 

~~ 

Reentry 
Thickness 

(inches ) 

0. 70  
1. 05 
1. 0 4  
0. 95 
0. 87 
0. 7 4  
0. 66 
0. 60 
0. 62  
0. 65 
1. 01  
1. 00 
0. 9 4  
0. 87 
0. 7 4  
0. 63 
0. 7 4  
0. 66 
0. 56 
0. 98 
0. 96  
0. 93 
0. 86 
0. 7 4  
0. 5 4  
0. 72  
0. 69 
0. 69 
0. 98 
0. 95 
0. 86 
0. 76  
0. 75 
0. 57 
0. 70 
0. 75 
0. 80  
0. 9 4  
0. 92  

Boost 
Thickness 

(inches ) 

0. 09 
0. 08 
0. 08 
0. 08 
0. 08 
0. 08 
0. 08 
0. 08 
0. 08 
0. 08 
0. 07 
0. 07 
0. 07 
0. 07 
0. 07 
0. 07 
0. 07 
0. 07 
0. 07  
0. 05 
0. 05 
0. 05 
0. 05 
0. 05 
0. 05 
0. 0 5  
0. 05 
0. 05 
0. 05 
0. 05 
0. 05 
0. 05 
0. 05 
0. 05 
0. 05 
0. 05 
0. 05 
0. 02  
0. 02 

Launch 
Thickness 

(inches) 

0. 79 
1. 13 
1. 12 
1. 03 
0. 95 
0. 82 
0. 7 4  
0. 68 
0. 70 
0. 73 
1. 08 
1. 07 
1. 01 
0. 9 4  
0. 81  
0. 70 
0. 81  
0. 73 
0. 63 
1. 03 
1 . 0 1  
0. 98 
0. 91  
0. 79 
0. 59 
0. 77 
0. 74  
0. 7 4  
1. 03 
1. 00 
0. 91  
0. 81  
0. 80 
0. 62 
0.75 
0. 80  
0. 85 
0. 96 
0. 9 4  



TABLE I (Concl'd) 

I 

Heating 
Location 

No. 

51 1 
51 2 
51 3 
514 
51 5 
51 6 
51 7 
51 8 
51 9 
520 
52 1 
522 
523 
524 
525 
526 
527 
528 
529 
53 0 
53 1 
532 
533 
534 
535 
536 

Theta 
(degrees)  

0 = Windward 

45. 0 
67. 5 
90. 0 

112.5 
135.0 
157. 5 
180. 0 

0 
22. 5 
45. 0 
67. 5 
90. 0 

112.5 
135.0 
157. 5 
180.0 

0 
22. 5 
45. 0 
67. 5 
90. 0 

112.5 
135.0 
157. 5 
180.0 
APPex 

XC 
(inches ) 

Re entry 
Thi c kne s s 

(inches ) 

0. 84 
0. 72 
0. 77 
0. 61 
0. 75 
0. 78 
0. 84 
0. 88 
0. 87 
0. 80 
0. 74 
0. 78 
0. 65 
0. 75 
0. 78 
0. 82 
0. 59 
0. 57 
0. 50 
0. 46 
0. 54 
0. 38 
0. 49 
0. 52 
0. 54 
0. 53 

Boost 
Thickne s s 

(inches) 
~ 

0. 02 
0. 02 

0. 02 
0. 02 
0. 02 
0. 02 
0. 01 
0. 01 
0. 01 
0. 01 
0. 01 
0. 01 
0. 01 
0. 01 
0. 01 
0. 0 
0. 0 
0. 0 
0. 0 
0. 0 
0. 0 
0. 0 
0. 0 
0. 0 
0. 0 

0. 02 

-9 - 

Launch 
Thickness 

(inches ) 

0. 86 
0. 74 
0. 79 
0. 63 
0. 77 
0. 80 
0. 86 
0. 89 
0. 88 

0. 75 
0. 79 
0. 66 
0. 76 
0. 79 
0. 83 
0. 59 
0. 57 
0. 50 
0. 46 
0. 54 
0. 38 
0. 49 
0. 52 
0. 54 
0. 53 

0. a i  



TABLE I1 

SHEAR COMPRESSION PAD ABLATOR THICKNESSES 
AVCOAT 5026 - 39/HC-G 
RADIAL ORIENTATION 

P a d  1 e, = 42" 45' 
Pad 3 e, = 152" 45' 
P a d  5 6, = 282" 45' 
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TABLE 111 

I 

I 
I 
I 

I 

1 
1 

t 
t 

I 

ABORT TOWER WELLS - ABLATOR THICKNESS 
AVCOAT 5026-39IM 

Location 

1 
2 
3 
4 
5 
6 
7 
8 
9 
10 
1 1  
12 
13 
14 
15 
16 
17 
18 
19 
20 
21 
22 
23 
24 
25 
26 
27 
28 
29 
30 
31 

1 Windward -- 
Reentry 

0.91 
0.85 
0.84 
0.90 
0.98 
0.89 
0.82 
0.84 
0.87 
0.96 
0.84 
0.77 
0.84 
0.86 
0.96 
0.79 
0.76 
0.82 
0.86 
0.94 
0.81 
0.87 
0.87 
0.91 
0.84 
0.90 
0.94 
0.89 
0.91 
0.93 
0.99 

iscent 

0.08 
0.06 
0.06 
0.06 
0.08 
0.08 
0.04 
0.04 
0.04 
0.08 
0.08 
0.04 
0.04 
0.04 
0.08 
0.09 
0.04 
0.04 
0.04 
0.08 
0.09 
0.04 
0.04 
0.09 
0.09 
0.09 
0.11 
0.06 
0.06 

. 0.06 
0.11 

Total 

0.99 
0.91 
0.90 
0.96 
1.06 
0.97 
0.86 
0.88 
0.91 
1.04 
0.92 
0.81 
0.88 
0.90 
1.04 
0.88 
0.80 
0.86 
0.90 
1.02 
0.90 
0.91 
0.91 
1 .oo 
0.93 
0.99 
1.05 
0.95 
0.97 
0.99 
1.10 

- 1 1 -  

Location 

1 
2 
3 
4 
5 
6 
7 
8 
9 
10 
1 1  
12 
13 
14 
15 
16 
17 
18 
19 
20 
21 
22 
23 
24 
25 
26 
27 
28 
29 
30 
31 
32 
33 
34 
35 
36 

I Leeward  

Re e qt r y 

0.54 
0.52 
0.51 
0.67 
0.67 
0.57 
0.43 
0.24 
0.35 
0.56 
0.64 
0.68 
0.59 
0.41 
0.40 
0.47 
0.55 
0.61 
0.66 
0.59 
0.38 
0.48 
0.45 
0.57 
0.56 
0.64 
0.58 
0.53 
0.54 
0.53 
0.60 
0.64 
0.59 
0.66 
0.61 
0.60 

iscent 

0.09 
0.09 
0.08 
0.04 
0.08 
0.04 
0.04 
0.04 
0.08 
0.08 
0.08 
0.08 
0.04 
0.04 
0.04 
0.08 
0.08 
0.08 
0.08 
0.06 
0.06 
0.06 
0.08 
0.08 
0.08 
0.08 
0.06 
0.06 
0.08 
0.06 
0.11 
0.08 
0.11 
0.08 
0.06 
0.06 

- 
r0ta1 

3.63 
3.61 
3.59 
3.71 
3.75 
3.61 
3.47 
3.28 
3.43 
3.64 
0.72 
0 .76 
0.63 
0.45 
0.44 
0.55 
0.63 
0.69 
0.74 
0.65 
0.44 
0.54 
0.53 
0.65 
0.64 
0.72 
0.64 
0.59 
0.62 
0.59 
0.71 
0.72 
0.70 
0.74 
0.67 
0.66 
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Figure 4 FORWARD PITCH ENGINE LOOSE ABLATOR PANEL 
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Figure 5 TRAJECTORY HSE-3A, MAXIMUM TEMPERATURE OF 
ABLATORBOND 
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e, = 1’3 7. zs-0 

Figure 6 WINDWARD ABORT TOWER W E L L  
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1. 1. 6 Ablator OML Thermal  Adequacy for  Airframe 006 

Ablator thicknesses defined p e r  401098 Revision "E" were  plotted at 
all axial locations corresponding to the rma l  design stations and com- 
pared to the rma l  requirements.  It is important that the ablator  fair- 
ing not only pass  through (or  above) the specified points but a l s o  yield 
a reasonable and thermally adequate contour between these points. 
F igu res  8 and 9 show typical comparisons a t  Xc = 4. 59 and a t  Xc = 58 
inches, respectively. These figures, along with.a s e r i e s  similar to 
them a t  other axial  locations, ascer ta in  the thermal  adequacy of the 
a i r f r a m e  006 ablator fairing. 

1. 1. 7 Gasket and Edge Member Study 

A two-dimensional thermal  analysis of the RTV-560 gasket and the 
f iberglass  edge member  configuration was  performed af te r  one- 
dimensional analyses indicated s t ructural  overheating. The "E" panel 
door (per Revision llP'l) was selected f o r  the analysis since this loca- 
tion experiences the highest heating of any gasket location and was  the 
location of most  severe overheating. 

The problem was analyzed in two dimensions using P r o g r a m  1459. The 
resultant substructure temperature  history shown on figure 10 indicates 
that the additional heat capacity of the s t ructure  and edge member  su r -  
rounding the gasket a r e a s  i s  sufficient to maintain the temperature  of the 
s t ruc tu re  below 600" F. 

The s t ructure  beneath the gasket and edge member  is basically the same  
a t  all locations on the vehicle. Since the s t ructure  does not overheat a t  
the location of most  s eve re  heating conditions, it is concluded that no 
overheating will occur a t  locations with reduced heating. 

1. 1. 8 Analysis of Crew Compartment Str ingers  

Two-dimensional heat t r ans fe r  analyses were  performed to investigate 
the effects of two crew compartment s t r ingers .  In particular,  i t  is of 
i n t e re s t  to establish the maximum effects on substructure temperature  
responses  and the extent of any effect surrounding each s t r inger .  

S t r inge r s  a t  positions of Xc = 43.425, A = 18" 31' and Xc = 43.425, 
h = 91" 41' were  analyzed. 
tions a r e  8903 Btu/ft2 and 2477 Btu/ft2, respectively. 
responses  at the s t r inger  centerline were  compared to responses  12 
inches away f r o m  the centerline (in a region of one-dimensional heat 
flow). 
substructure interface and a t  the insulation backface, respectively, f o r  
the windward stringer.  
presented in figures 13 and 14. 

Trajectory HSE-3A loads for  these posi- 
Tempera ture  

F igu res  11 and 12 indicate temperature  responses at the ablator- 

Similar  his tor ies  f o r  the leeward s t r inge r  a r e  
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Since the s t r inger  has  a significantly higher t he rma l  capacitance than 
the surrounding mater ia ls ,  it  tends to dep res s  temperature  responses 
in  i t s  proximity throughout almost the ent i re  heat shield composite. 
F igu res  11 and 13 indicate that the maximum substructure tempera- 
t u r e  is reduced by approximately 130°F t o  150°F. Figure 15 shows 
t empera tu re  gradients along the ablator- s t ruc tu re  interface and paral-  
l e l  to the ablator surface which indicate that the ma jo r  effect of the 
s t r inge r  is confined to a small  distance (about 6 inches). Therefore,  
although the s t r inge r s  produce large t empera tu re  effects, these a r e  
localized and cannot be considered as  a ma jo r  influence on the overall  
main  ablator  design. 

1 .2  Two-dimensional Areas  

1. 2. 1 Abort Tower Well Ablator Restraints  

A reanalysis of the floating ablator r e s t r a in t  was  necessitated by the 
change of reference inser t  material  f r o m  f iberglass  to steel. 
analysis  was  accomplished by a modification to the original mathemati-  
cal model, described in the August P r o g r e s s  Report. 

The re -  

The substitution of steel  for  f iberglass did not significantly change the 
maximum substructure temperatures attained, but did increase slightly 
the slope of the substructure (well casting) t ime-temperature  curve 
(figure 16) e a r l y  in the trajectory. In comparison with one-dimensional 
design the s t ructure  temperatures a r e  reduced roughly 50" F. 

1 . 2 . 2  Rendezvous Window 

A two-dimensional study of the rendezvous window at  the aft edge of 
the well along the meridional centerline is complete. 
tion analyzed is shown on figure 17. Heating per  SEM AVC 141 was 
used with the appropriate ablator r een t ry  thicknesses. 
radiation view factors  along the surface of the ma t r ix  were accounted 
for  in the boundary conditions. 

Substructure temperature  responses, depicted on figure 18, show no 
overheating. 
of steel m e m b e r s  and the reinforced honeycomb face sheets which a r e  
not considered in basic  one-dimensional design. 

A two-dimensional analysis of the co rne r  at the base of the rendezvous 
window well has  been completed. This analysis,  taken along the m e r -  
idional centerline of the g lass ,  when joined with previous well analyses 
provides a complete study of the temperatures  in the well for t ra jectory 
HSE -3A. The -dimensional matr ix  configuration studied is shown 
on figure 19. 

Temperature  his tor ies  of the substructure (figure 20) indicate no tem- 
perature  problems. 

The configura- 

Changes in 

These resul ts  demonstrate the effect of the heat capacity 

It is apparent that the effect of the obtuse corner  

-27- 



angle i s  to  reduce s t ruc ture  temperatures ,  as  a surface a r e a  to s t ruc-  
tu re  a r e a  ratio of l e s s  than 1 exis ts ,  An additional reduction is produced 
by the w e l l  casting which has  a higher heat capacity than a corresponding 
unit a r e a  of nominal substructure.  

1. 2 . .  3 Abort  Tower Attach Rod Analysis 

A two-dimensional analysis  of the tension t ie  rod was completed for  
a windward tower well location at  Xc = 112. 25 ( e  = 47" 15' )  and a lee- 
ward well location at Xc = 112. 25 ( 0  = 132" 45'). This analysis was 
performed for  HSE-6 to  investigate the effects of the high heat flux 
and associated surface recession in these a r e a s .  Results of the analy- 
sis indicate that t empera tures  do not reach 600" F for  this t ra jectory.  

1. 3 Analytical Methods 

1. 3. 1 Tes t  Data Accuracy Analysis 

Operating data for  a var ie ty  of OVERS t e s t  runs was reduced in two 
different ways. In the first method, a straight-line correlat ion was 
assumed and a leas t  squares  f i t  obtained. In the second method, a 
second-order polynomial was utilized. Although the curvature  i s  
slight, the second method (figure 21) will be  used for  the accuracy 
analysis. 
constant cooling water  flow rate, However, they displayed consider- 
able variation in air  mass flow f r o m  run to run, inasmuch as  these 
were  normal  runs and the flow r a t e s  had been chosen to  produce de- 
s i red  environments. In o r d e r  to obtain constant m a s s  flow lines,  the 
data was grouped about a rb i t ra r i ly  chosen mean values. 
f r o m  f igure 1 that any resultant e r r o r s  in mean values a r e  small. 

The data points used were  obtained operating with the same 

It is apparent 

1. 3. 2 TGA Data 

TGA data reported in previous progress  repor t s  may  be  categorieed 
by i t s  temperature  history. 
temperature,  but t h r e e  t e s t s  were  made in which a l inear  temperature  
increase  was followed by a constant temperature .  
se t s  of data were  analyzed separately using a constant char  density. 
The l tconstant temperature"  data was a l so  analyzed using the previously 
reported char'density-temperature function. The resul ts  of these 
analyses a r e  presented in f igures  22 and 23. It is readily seen that dif- 
fe rences  among the fits are small. However, at low temperatures ,  
there  i s  a consistent disparity between the fits and the data. 
this  difference is small its effect should be investigated, since the long 
soak t ime on Apollo t ra jec tor ies  may make the effect significant. 

Most tests utilized a l inear ly  increasing 

The two resulting 

Although 
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Figure 17 RENDEZVOUS WINDOW 2-D ANALYSIS 
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Figure 19 RENDEZVOUS WINDOW, 2-D ANALYSIS CONFIGURATION 
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Figure 21 TYPICAL OVERS FACILITY OPERATING PARAMETERS 
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1. 4 Test  Planning and Analysis 

1. 4. 1 Turbulent Thermochemical Heat of Ablation 

Data f r o m  eleven turbulent pipe specimens tested in the 10 Megawatt 
facility were  examined to determine the effect of varying shea r  levels 
( 3  to 14 psf) on the ablation performance of Avcoat 5026-39/HC-G. 

Each specimen w a s  4 inches in diameter ,  5 inches long and had a 1. 25-inch 
w a l l  thickness. The 3-inch center  tes t  section of each specimen was 
fabricated f rom Avcoat 5026-39/HC-G while 1 inch on each end w a s  
Avcoat 5026- 22. Weight loss measurements  taken f rom these speci- 
mens  w e r e  adjusted to account f o r  the presence of the Avcoat 5026-22 
mater ia l .  

The turbulent thermochemical heat of ablation ( a ?  ) of Avcoat 5026- 
39/HC-G was calculated for  each specimen. 
variation of Qt with enthalpy (the small  figure beside each point is 
the shea r  level in psf). 
increase in  shear level. 
a 5 percent  decrease  in^* 
psf r e su l t s  in a 20 percent dec rease  inQ;. 

1. 4. 2 Weight Loss Measurements - -  OVERS Splash 

Figure 24 is a plot of the 

Figure 24 indicates that Q* dec reases  with an  T A variation in shear level from 3 to 7 psf resu l t s  in 

T '  
A fur ther  increase in shear  level f rom 7 to 13 

A method for  determining weight loss  f rom OVERS splash specimens 
is being studied. Weight l o s s  will be determined f r o m  the difference 
between pre-  and lost- tes t  weights of a 3/4-inch diameter  co re  taken 
f r o m  the center  of the specimen, 
mined f r o m  the measu red  density and pretest  thickness of the speci- 
men. 

The pretest  weight will be deter-  

1. 4. 3 Radiant Lamp Tes t  - - Oxidizer Dump 

Three  radiant l amp  t e s t s  have been planned to verify the two-dimen- 
sional design technique used a t  the oxidizer dump-main ablator inter-  
face. A panel of gunned mater ia l ,  instrumented in depth, will s e rve  
t o  define main  ablator one-dimensional temperature  histories.  
second panel, molded ma te r i a l  instrumented in depth, will be used to 
supply temperature  h i s to r i e s  as defined by NAA. 
men t s  f r o m  the third panel, a composite of the f i r s t  two panels and 
representing the oxidizer dump a rea ,  will be used to verify the cu r ren t  
two-dimensional design technique. Panel  thicknesses have been deter-  
mined using the one-dimensional design analysis ( P r o g r a m  1327). 

A 

Tempera ture  measu re -  
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1. 4 .4  Trajectory Simulation in the OVERS Facili ty 

The resu l t s  of 2 t ra jectory simulation tes t s  indicate that it i s  possible 
to closely simulate HSE-3A reentry enthalpy and convective heat flux 
in the OVERS facility. 
reentry trajectory,  it is possible to apply the resul ts  of t ra jectory 
simulation t e s t s  directly to  the Apollo mission. 

Because shear  forces  a r e  small  during this 

Requirements for  the t ra jectory simulator were  determined af te r  ex- 
amination of the convective heat f l u x  and enthalpy his tor ies  defined 
f o r  HSE-3A reentry.  
approximated by dividing the t ra jec tory  into four zones of constant 
enthalpy and varying the heat f l u x  in 5 s teps  (see figure 25). 

It was decided that these pa rame te r s  may be 

Because of the availability of 2-1. 6 inche 
OVERS splash specimens (instrumented in depth) the tes t  conditions 
were  designed to  approximate those occurring at body station 103 dur-  
ing HSE-3A reentry.  
were  in close agreement  to those specified fo r  the tes t  a s  defined in 
Table 111, 

thick by 3. 5 inch d iameter  

F igure  26 shows that the actual tes t  conditions 

The t e s t  temperature  and ablation data were  compared with values 
predicted using the design procedure.  
plotted in f igure 27 which shows that the design procedure is conserva-  
tive when compared to the measured  tes t  data, 
by P rogram 1327 a r e  consistently higher than the measured  tempera-  
tu res ,  by 10 percent at 0. 3 inch to 50 percent at 1. 0 inch in depth. 

Results of this comparison a r e  

Tempera tures  predicted 

Length lo s s  comparisons indicate that the average length lo s s  f r o m  
these two specimens ( AL = 0. 27 inch) is in c lose agreement  with the 
length lo s s  predicted by P r o g r a m  1327 ( AL = 0. 21 inch). 

1. 4. 5 HT-424 Tape Splice Evaluation 

Two standard turbulent tube specimens were  fabricated f rom Avcoat 
5026- 39/HC-G. 
splice ( reference design) and were  tes ted to  determine the performance 
of this type of splice under high heat f l u x  and high shear  conditions. 
Pos t - tes t  observations of these specimens indicate that there  is no 
ser ious aggravation of the main ablator  cause by this type of splice. 

These tubes contained a longitudinal HT-424 tape 

1. 4. 6 Gasket Mater ia l  Study - -  Radiant Lamp Facil i ty 

TWO flat panels, each containing th ree  gasket ma te r i a l s  (RTV- 560, 
K-1205, and Teflon) were  tes ted  in the radiant lamp facility. 
dimensional heat t r ans fe r  analysis  has  been performed using Com- 
puter  P rogram 1459 and the r e su l t s  compared with experimental  data. 

A two- 
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Figure  28 shows this comparison fo r  the re ference  gasket mater ia l ,  
RTV- 560. Analytical resu l t s  a r e  in  c lose agreement  with measu re -  
ments  throughout the en t i re  t ra jectory.  Tempera ture  measurements  
below the RTV-560 show no significant increase  in substructure  tem-  
pera ture  compared to the adjacent ablator  material, 
will be  performed to  evaluate the effect of RTV-560 fi l led-gap thickness  
on substructure  thermal  response.  

F u r t h e r  ana lys i s  

1 .4 .7  Emissivity Data - - Avcoat 5026- 39/M a n d  Avcoat 5026- 39/HC-G 

An  analysis  has  been completed of measurements  of surface tempera-  
t u re  and re-radiative f l u x  obtained during ablation of Avcoat 5026- 39/M 
and Avcoat 5026-39/HC-G in the OVERS a rc .  
made  using an  optical pyrometer  and a n  Eppley Thermopile. 

Measurements  were  

Emissivity values f o r  the molded ma te r i a l  fell  with f 8 percent  of the 
average as  shown in f igure 29. 
gunned mater ia l  was  l e s s  than f 15 percent.  This  sca t te r  in the values 
of emissivity is not considered to  be  ex t reme because of the sensitivity 
of this parameter  to  the measurement  of surface temperature .  An ex- 
ample  of this can be  seen in f igure 30. 
f l u x  of 40 Btu/ft2-sec and a surface tempera ture  of 3000"R, a n  e r r o r  
of only 3 percent  in T, will resul t  in  a 15 percent  e r r o r  in  emissivi ty .  
It i s  concluded that the sca t te r  found in the data is  within the accuracy  
limits of the instrumentation. 
of the molded and gunned materials is 0. 89 and 0. 81, respectively.  

The corresponding deviation fo r  the 

Assuming a re-radiat ive heat 

Resul ts  show that the average emissivi ty  
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Figure 30 MEASUREMENTS OF RE-RADIATED HEAT FLUX AND SURFACE 
TEMPERATURE IN OVERS 
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B. STRUCTURES 

2. 0 Structural  Analyses 

By direction f rom NAA/S&ID the low tempera ture  for the Apollo command mod- 
ule heat shield has  been changed f rom -260°F to -150"F, and consequently a l l  
analyses for the -260°F  environment have been stopped except for a few studies 
where  a method of analysis i s  being checked. 
r e s s  at  the t ime of the change is descr ibed below. 
effort  i s  concerned with completing the analyses  for  the final s t r e s s  r epor t  on 
Air f rames  006, 009, 008, and 011, and with providing s t ruc tura l  support  for the 
fabrication of the ablator on Airframe 006. 
so recent,  no resu l t s  of the cu r ren t  analyses  a r e  available. The analyses  them- 
selves  a re  described below. 

The work completed o r  i n  prog- 
Curren t  p r imary  s t ruc tura l  

Since the change in  environment i s  

2 . 1  Forward Compartment Analyses 

Thermostructural  analyses  of the forward compartment  have been initiated 
for the soak environments of -150" Fand t250" F to  determine the deforma- 
tions, s t r e s ses ,  and s t ra ins  in  the unperturbed shell. The analyses  will be 
performed using the 1322 orthotropic shell  program. 
met r ic  model selected consis ts  of a closure r ing at Xc = 81 and 112,  0. 008 
inch face sheets,  and thickened lands with the 0.60 inch honeycomb core  up 
to Xc = 133. 5 for the substructure.  Two ablator meridional variations will  
be analyzed for each condition which are intended to r ep resen t  the windward 
and leeward s ides  of the command module. 
tions a r e  the average thicknesses for each half of the command module found 
on Avco drawing 401098, Revision E. 
tween the forward compartment  and the nose cone will  be assumed to have 
only deflection compatibility since the s ix  bolts will  t ransfer  very  little 
moment. 
and inner s t ructure ,  i f  they occur.  

The rotationally sym-  

The meridional  ablator var ia -  

The discontinuity a t  Xc = 112 .25  be- 

The analyses  will re f lec t  interactions with the c rew compartment  

2 . 2  Crew ComDartment Analvses 

2.2. 1 Rotationally Symmetr ic  Shell Analyses 

A se r i e s  of investigations of the c rew compartment ,  considered as  a 
rotationally symmetr ic  s t ruc ture ,  have been s tar ted to determine gen- 
e r a l  deformation behavior of the hea t  shield, s t r e s s e s  in  the ablator 
and steel ,  and the interactions o r  gaps between compartments .  AVCO'S 
program 1322 for symmetr ical ly  loaded thin orthotropic shel ls  of revo-  
lution is being used for the investigation. Analyses a r e  current ly  being 
performed for soak conditions of t250"F,  -60"F, and -150°F. Each of 
the above loading conditions is  being analyzed for both windward and lee-  
ward ablator thicknesses.  The meridional ablator  thickness distribution 
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representing the windward and leeward meridian was  calculated a t  
10-inch X c  increments  as  the numerical average of a 60" segment on 
the windward and leeward sides of the vehicle. 
calculating ablator thickness is used to eliminate peak thicknesses due 
to perturbations in  the structure.  

This procedure for 

The s teel  substructure considered for the analyses  consists of the clo- 
s u r e  r ings a t  Xc = 23 and X, = 81, the ring a t  Xc = 43, and the honey- 
comb panels having 0. 008 face skins with thickened lands. 
using the leeward ablator thickness have a continuous discontinuity a t  
approximately Xc = 31 and Xc = 43 to  r ep resen t  the s t ructure  along the 
edge of the maintenance panels. 

Analyses 

The analyses a r e  being performed with and without the effects of the 
f r ames  i n  the region f rom Xc = 23 to  Xc = 43. With the f r ames  included, 
longitudinal displacement of the heat shield is assumed to be prevented 
by the mos t  forward and most  aft f r ame  bolts. The result ing loads nec- 
e s s a r y  to r e s t r a i n  the heat shield will  be applied to the f r ames  to de t e r -  
mine maximum s t r e s ses .  

2. 2 .  2 Crew Hatch Analyses 

The crew hatch analysis to determine hatch deflections, latch loads, 
and window interactions for -260°F soak as described in  the 11 August 
1964 Monthly P r o g r e s s  Report was continued to include the flexibility 
of the shell structure.  Two ring analyses  f rom Xc = 37.4 to Xc = 58. 2 
and from Xc = 58.2 to Xc = 81.1 were  made using the 1095X ring p ro -  
g ram to determine the f ree  deflected shape and influence coefficients 
for the circumferential  edges of the crew hatch shell  cutout. The de- 
flections and influence coefficients for the meridional edges of the shell  
cutout were  calculated using a beam network analysis s imilar  to the 
hatch analysis for a plate fixed on two sides,  f ree  on the edge r e p r e -  
senting the meridional edge of the cutout, and of sufficient length to 
dampen out the edge loads. Having the f ree  deflected shape of the hatch 
and the shell  and a system of influence coefficients, the loads necessa ry  
to insure contact between the shell and hatch a t  the latch locations were  
solved simultaneously. Com- 
pared to the latch loads reported in 11 August 1964 Monthly P r o g r e s s  
Report, which considered a rigid shell  s t ructure ,  the maximum tensile 
latch load has been reduced by approximately 280 lbs. The final de-  
flected shape of the hatch is found by applying the latch loads and the 
thermal  loads to the hatch using the 1630 ma t r ix  program. 
formed shape of the hatch due to cooling from 7 0 ° F  to -260°F soak while 
res t ra ined by the latches is shown i n  figure 32. 

The iatch loads a r e  shown in figure 3 i .  

The de- 

I 

I 
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Posi t ive Sign Indicates  Tension 

Figure 31  LATCH LOADS AT - 2 6 0 ° F  COLD SOAK F L E X I B L E  SHELL 
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Figure 32 CREW HATCH DEFORMATION VEHICLES 006 AND 009 COOLING 
FROM 700°F TO - 2 6 0 ° F  SOAK 
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With the change in environment f rom -260°F  to -150°F, the analyses 
described above a r e  being re-done for  the -150°F condition. 

2. 2.  3 Side Window 

A t  the time of the change in environment f rom -260°F  to -150"F, de- 
flections of the side window f r a m e  due to the distortions of the heat 
shield s t ructure  had been calculated for  -260°F soak temperature  and 
max. q tumbling abort. The analysis was  for vehicles 006 and 009, in 
which the quartz window is mounted in a removable panel. The deflec- 
tions of the window f r a m e s  or  the -260" F soak condition were  calculated 
in  two parts.  F i r s t ,  the deflections of the circumferential  edges of the 
window frame due to circumferential  bending and extension were  found 
using the 1095X ring program. 
length of the window panel above and below the window were  used for the 
analysis. The ring above the window is supported by the tangential r e -  
s t ra int  of the slip s t r ingers ,  while the ring below the window has infin- 
i te tangential r e s t r a in t  due to the shear  web a t  Xc = 43. 
assumed to be symmetr ical  about the 2 axis  and, therefore,  180" of the 
s t ructure  was analyzed. 
on figures 33 and 34. Secondly, the local deflections of the window f rame  
edge were  found f rom a n  analysis of a n  infinite plate fixed along two sides  
and f ree  along the edge represent ing the window edge. 
to the thermal  edge moments were  applied to the f ree  edge and the deflec- 
tions calculated using a finite difference approximation. 
deflection a t  the center  of the window edge from the plate analysis was  
0. 011 inch 
superimposed to give the final deflected shape of the window frame,  
shown in figure 35. 
dow and the distorted window frame,  the window was  positioned to con- 
tact  the frame a t  three locations. The result ing mismatches  were  cal-  
culated and a r e  shown in figure 36. It is possible to rotate  the window 
and establish contact a t  three other positions; however, the result ing 
mismatches will be of the same o rde r  of magnitude. 

Ring widths equal to the meridional 

The vehicle was 

The radial  deflections of the rings a r e  shown 

Moments equal 

The maximum 

radially outward. The r e su l t s  of the two analyses were  

To determine the mismatch between the quartz win- 

A s imilar  analysis was  done for the deflections of the side window f rame  
due to max. q non-tumbling abort ,  and max. q tumbling abor t  with max- 
imum p r e s s u r e  a t  both windward and leeward meridians.  
cr i t ical  deflections of the side window occurred a t  max. q non-tumbling 
abort  with maximum p r e s s u r e  on the leeward meridian.  

The mos t  

Ring analyses s imilar  to the -260°F soak condition were  used for the 
abort  condition. 
p re s su re  on the middle portion of the side window panel being ca r r i ed  
equally by the upper and lower rings.  
the deflections of the upper ring w e r e  l a rge r  than those allowed by the 

Ultimate p r e s s u r e s  were  used in the analysis with the 

A t  par t icular  s t r inge r  locations, 
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slotted holes in the s t r inger ,  resulting in a bottoming condition. 
a system of influence coefficients, s t r inger  loads were  determined 
which when applied to the r ings limited the deflections to that allowed 
by the slots. The deflections of the r ings are shown in figures 37 and 
38. The meridional edges of the window f rame  were  assumed to r e -  
main s t ra ight  but have deflections a t  the ends equal to the r ad ia l  de-  
flections of the rings. The final deflected shape of the window f rame  
due to the max. q abor t  p re s su re  and a n  ambient temperature  of 1 2 5 ° F  
is shown in figure 39. With the window contactihg the f r ame  at  three 
positions, the result ing window-frame mismatches  a r e  shown i n  figure 
40. 

Using 

2 .2 .4  Gaps Along Longitudinal Edges of Maintenance Panels  

An analysis has  been started to determine the maximum gap created at 
the outer surface of the ablator along the longitudinal edges of the main- 
tenance panels due to circumferential bending of the heat shield. A unit 
r ing a t  Xc = 33 is used to describe the behavior of the s t ructure  through 
approximately the center of the maintenance panels. The s t ructure  is 
assumed to be symmetr ical  about the Zc axis ,  requiring only 180" of 
s t ructure  to be analyzed. The r ing  is being analyzed f i r s t  with no r e -  
s t ra int  except bottoming in  the frame s lots  and second with a tangential 
r e s t r a in t  representing the shearing capability of the s t ructure  back to 
the shear  web a t  Xc = 43.4. 
for the analysis.  Space flight environments being considered a r e  -1 50" F 
soak and a circumferential  temperature distribution varying from -150" F 
to t250" F. 

AVCO'S l095X r ing program is being used 

2. 3 Aft Compartment Analyses 

2.3. 1 Cur ren t  Analyses 

Analyses a r e  now in p rogres s  for the following conditions: 

(a) A l inear temperature variation of -150°F at X = 20 .0  at -85"K/Xc= 
16.5 

C 

(b)  Heating from low temperature distribution with sun normal  to conic 
surface (windward side), using a temperature  range of t 2 3 8 " F  at Xc = 
23.2 to -85°F  at Xc = 0. 

The -150°F (-85"Finside S / M )  temperature variation case  is being anal-  
yzed with and without eccentricity of reference surface.  The solution 
for no eccentricity i s  complete and is  being checked; the f ree  thermal  
deformations a r e  being calculated by computer program 1322 for the 
eccentricity problem. 
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Figure 3 5  NET SIDE WINDOW FRAME DEFLECTIONS VEHICLES 6 AND 9 
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Figure  36  SIDE WINDOW FRAME MISMATCHES VEHICLES 6 AND 9 
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F i g u r e  39 NET SIDE WINDOW FRAME DEFLECTIONS 
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2. 3 .  2 Effects of E r r o r s  due to Short Shell Elements 

A study was  performed to determine the effect on shor t  shell  influence 
coefficients obtained by varying the number of integration points in the 
1322 program. 
was  obtained. 
S / M )  and the - 6 0 ° F  soak environments were  rerun.  
the original solution presented in the 11 August 1964 Monthly P r o g r e s s  
Report  showed no significant difference. 
was  a l so  redone yielding the same negligible difference. 

F r o m  this study, the proper number of integration points 
With this new information, both the -260" F (-85" F inside 

A comparison with 

The gap analysis  a t  Xc = 32.0  

2. 3. 3 Effects of Eccentricit ies of Reference Surfaces 

The final solutions for both the -260" F (-85" F inside S /M)  and the -60" F 
soak environments including eccentricit ies have been completed and a r e  
now in the p rocess  of being checked. 

2.4 Unsymmetrical  Shell Analyses of Forward and Crew Compartment Heat 
Shields 

An analysis  of the crew and forward compartment heat shields with an  a sym-  
iiieti-ical temperature  distribution has been initiated, utilizing AVCO'S com- 
puter  program 1450. This program can handle a symmet r i ca l  p r e s s u r e  and 
temperature ,  but i t  is limited to a n  axisymmetrical  shell composed of iso-  
tropic layers.  Also, the physical properties (E, a ) cannot vary i n  the c i r -  
cumferential  ( 0 )  direction. 
propert ies  a r e  orthotropic and temperature dependent (and thus vary with e ) ,  
the following approach is taken: 

Since the heat shield is asymmetr ical  and i t s  

a.) The pertinent cross-sectional pa rame te r s  a r e  computed a t  a num- 
be r  of points along and around the true orthotropic shell. 
a t  each point the quantities: 

This yields 

b. ) An axisymmetr ic  shell  model i s  established which has  the same  
E1 and EA as  the heat  shield along some a rb i t r a ry  meridian. 
the solution, b o  models will be used; one will approximate the wind- 
ward meridian and the other the leeward. 
consider a single model assumed to match the 6 = 0 meridian. 

To bound 

Further  discussion h e r e  will 
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Since the model i s  isotropic,  i t  cannot have ( E I ) t  # (EI)e  and, s imil-  
a r ly ,  the other pa rame te r s  cannot be directional. However, i t  appea r s  
that ( E I ) t  , ( E A ) e ,  (MT)t , (NT)e a r e  more  important to the shel l ' s  de -  
flection than their  counterparts,  and these a r e  the pa rame te r s  that  will 
be matched (other combinations may be investigated also).  
ing is accomplished by setting: 

This match- 

where TaVg is the true average temperature  through the heat shield. 

c. ) The thermal  load and its effect a t  each point (5 , 0) a r e  input by 
developing a dummy temperature  distribution such that 

and 

The result ing model and load should produce the same  deflections and 
rotations as in  the actual heat shield. 
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C. DESIGN 

3. 0 Design Effort 

Due to funding limitations imposed during this period and the receipt  of 006 sub- 
s t ructure ,  work on vehicles 008 and 01 1 was severly cut back.. Design support  
for vehicle 006 is hampered by the lack of 1) a complete s e t  of drawings as de -  
fined by the la tes t  NAA drawing list; 2)  a complete inspection log, o r  equivalent, 
of the substructure as delivered; and 3) vehicle conformance to agreements  
made at T. I. M, 's. 
and weld bead heights a r e  examples of a r e a s  which now require  additional de -  
sign effort. 

Maintenance panel bolt edge distances,  external doublers,  

The ma jo r  design changes and /o r  additions completed during the past  two months 
include: a) final machining of the shear /compression and compression pads will 
now be done a t  the aft compartment assembly level; b) s teps  in  the vehicle OML 
will be f a i r ed  for honeycomb application by using al ternate  layers  of HT-424 tape 
and fiberglass cloth; c)  separate  honeycomb co re  drawings for  all removable 
panels w e r e  released;  d) instrumentation requirements for vehicle 009 were  in- 
corporated by E. C. ' s ;  e) HT-424 tape bond replaced the soft bond holding the 
molded ablator to the window re ta iners ;  f )  a clamping fixture for the c rew com-  
partment C-band antenna was designed to compensate for  NAA's failure to p ro -  
vide the closeout ring pe r  V16-932003, Revision P; and g) and RTV-560 seal was 
incorporated into the c rew hatch latching mechanism port  plug. 

3.1 Weight - Ablator 

The cu r ren t  weight of the Apollo Ablator is 1433.4 lbs  * 2 percent. This 
i s  based on the ablator fairing thicknesses corresponding to Avco drawing 
401 098, Revision E. Perturbated a r e a s  include shear  pads, s c imi t a r  an-  
tennas, abort  tower wells, fixed windows and tension tie blocks. As a 
r e s u l t  of minor refairing and incorporation of new heating inputs at stations 
Xc 98.00 to Xc 107.00, the weight decreased by 9.2 pounds. 

3.2 Specifications 

The specifications arid standards effort for  the r e p o r t  period consisted of 
a total  of 66 Specification Change Notices being generated and released o r  
awaiting sign off. 
s ions a r e  in  process  o r  were  relased. 

Eight new specifications were  generated and 27 revi-  
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APOLLO ABLATOR WEIGHT 

Item 

Forward Nose Cone 

5026- 39IHC-G 
(Fwd Nose Cone) 

Closeout - Fiberglass  Station 
Xc 112.25 

Gasket - R T V  560 Station 
Xc 112.25 

Adhesive - HT 424 

Surface Sealer 
(Barrier Coat BR-C-8) 

-65- 

Weight 

48 .4  

4 5 . 0  

0 . 5  

0 . 4  

1 . 8  

0 . 7  



APOLLO ABLATOR WEIGHT 

Item 

Fwd Compartment 
5026- 39/HC-G 

Fwd Compartment 

Tower W e l l s  

Leeward (2) 

Windward (2) 

Fwd. Comp. Door 

P i t ch  Eng. Panel  

Closeout - Fiberglass  

Station 112.25 

Station 8 1. 13 

Fwd. Comp. Door 

P i t ch  Eng. Panel  

Fwd. Compartment 

Adhesive - HT 424 

Surface Sealer 
( B a r r i e r  Coat BR-C-8) 

Gasket - RTV 560 
(Station 8 1. 13) 

Weight 
123.9 
112.2 

100 .o 

9.6 

4.2 

5.4 

1.6 

1.0 

2 .1  

0 .5  

1.0 

0.2 

0.1 

0 .3  

6.2 

2.5 

0.9 
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APOLLO ABLATOR WEIGHT 

Item 

Crew Compartment 

5026- 39/HC-G 

Crew Compt. 

Crew Hatch 

Crew Hatch Wind. 

Side Window (2)  

Rendezvous Window (2)  

S e x . ,  Te le s .  Door 

Maintenance Doors 

Type A 0" 

Type A 180" 

Type A 239" 

Type A 301" 

Type B 207" 30 

Type B 332" 30 

Type C 270" 

Type 'E 45" 

Type E 135" 

A. C. Motors 

Pitch 

Weight 

500 .2  

4 3 7 . 4  

327 .8  

19.0 

1 . 7  

9 . 4  

2 2 . 3  

9 . 3  

3 6 . 3  

4 . 5  

4 . 5  

2 . 6  

2 . 6  

2 . 8  

2 . 8  

2 . 8  

6 . 7  

6 . 7  

11.6 

2 . 2  
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A P  OLLO ABLAT OR w E 1GHT ( C ont ' d) 

Item 

Yaw (2) 

Roll (2) 

Closeout Members  & Bolt Plug 
S1 eeve s (F 'Glas s ) 

Crew Compartment 

Crew Hatch 

Crew Hatch Wind. 

Side Window (2) 

Rendezvous Window (2) 

Sex., Teles .  Door 

Maintenance Doors 
(Fiberglass)  

Type A 0" 

Type A 180" 

Type A 239" 

Type A 301" 

Type B 207" 30' 

Type B 332" 30' 

Type C 270" 

Type E 45" 

Type E 135" 

Weight 

4.8 

4.6 

26.2 

9.2 

1.1 

0.3 

1.7 

2.5 

0.6 

5.8 

0.7 

0.7 

0.5 

0.5 

0.5 

0.5 

0.5 

1.0 

1.0 
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APOLLO ABLATOR WEIGHT (Cont'd) 

Item 
_ _  

A. C. Motors 

Pi tch 

Yaw (2) 

Roll (2)  

Scimitar Antennas (2)  

Umbilical 

Gaskets - RTV 560 

Crew Compartment 

Crew Hatch 

A. C. Motors 

Pi tch 

Yaw (2) 

Roll (2)  

Maintenance Doors 
(Gaskets ) 

Type A 239" 

Type A 301" 

Type C 270" 

Sex., & Teles .  Door 

Side Window (2) 

Weight 

4.7 

0 .  a 

1.5 

0.6  

0.3 

5.4 

3.5 

0.4 

1.4 

0.3 

0.7 

0.4 

0 . 1  

0.03 

0.03 

0.06 

0.05 

0.02 



APOLLO ABLATOR WEIGHT (Concl’d) 

Item 

Adhesive - HT 424 

Surface Sealer 
( B a r r i e r  Coat BR-C-8) 

Weight 

22.2 

9 . 0  
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A P  OLL 0 AB LAT OR WEI  GHT 

Item 

Aft Compartment 

5026- 39/HC 
(Aft Compartment) 

Shear P a d  (3) 

Compression Pad  (3) 

Closeout - Fiberg lass  

Shear P a d  (3) 

Compression (3) 

C-Band ( 3 )  

Station 23.2 

Bolt Plugs 

Gasket - R T V  560 

Station 23.2 

Compression Pad  (3) 

C- Band 

Adhesive - HT 424 

Surface Sealer 
( B a r r i e r  Coat BR-C-8) 

~~ ~ ~~ 

Weight 

760.9 

685.3 

20.5 

8 . 6  

6 .9  

0 .5  

0 . 4  

1.0 

3.3 

1.7 

10.8 

9.6 

0 .3  

0 .9 

20.6 

8 . 2  
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D. GROUND TEST 

I 

4.0  Development Test  P rogram 

During this 2 month period the Development Test  P r o g r a m  was sharply cu r -  
tailed by reason  of funding l imitations.  
ported below. 

The tes t s  that were  conducted a r e  r e -  

4. 1 Structural  Tests  

4. 1.1 Vibration Beam Tests  

This past  reporting period, vibration tes t s  were  conducted on beam 
specimens APT-483, 490, and 491. 

Vibration beam specimen APT-483 consisted of 5 x 22 x 1 / 2  inches S. S. 
sandwich with 1.0 inch thick Avcoat 5026-39/HC-G ablator  on one s u r -  
face. 
approximately in  the center  by center-point loading at -260OF. APT-491 
and 492 were identical with the above except they had a n  ablator  thick- 
nes s  of 1 / 2  inch. 

The twenty-two inch-long beams were clamped over a 5 inch length at 
one end producing a 17 inch cantilever.  
ted through the clamped region of the beams. 
subjected to a resonant survey at room temperature  to determine the 
natural  frequency of the f i r s t  three modes at a IG input level. 
t e s t  condition a t  each t e s t  temperature  was 3 minutes of combined 
random and sinusoidal input per NAA Spec. MC364001C, paragraph 
3. 5.2.2, except that the sinusoidal sweep was s ta r ted  at 10 CPSra ther  
than 5 CPS due to equipment problems. 
input t e s t  was then followed by a two-minute continued random input 
per  the specification (but not required by it) to allow a beam response 
analysis to be completed. 

APT-483 was tested per the above t e s t  condition at tempera tures  of 
R. T., +250"F, -260" F, f and -100°F. APT-491 and 492 were  tested 
at -260" F and -100" F to complete the t e s t  sequence previously r e -  
ported. 

This specimen, pr ior  to vibration test, had a c rack  produced 

Vibration input was t ransmi t -  
The specimens were 

The 

This three-minute combined 

APT-483 developed a crack  a c r o s s  the beam at the root  approximately 
3 /4  inch deep after two minutes at R. T. 
second crack  was evident which went down to the substructure .  

After completion of tes t ,  a 

APT-491 developed a secotld crack,  which went to  the substructure ,  
approximately 1 1 / 2  inches f r o m  the pre-crack  towards the beam tip. 
There was no change to the root  c r ack  previously reported.  
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s- 
APT-492 developed a root  crack 1 / 4  inch deep and two other c racks ,  
one of which went down to the substructure. 

4.1.2 Window F r a m e  Bond Tests 

Restrained window frame specimens APT-709, 710, and 711 were  
tested to evaluate rigid HT-424 bond attachments for  molded ablator 
to window frames.  They consisted of 12 x 2 1 / 4  x 1 1 / 4  inch 5026-39/M 
bonded with HT-424 to a 1 2  x 1 1 / 2  x 1 / 8  inch 15-7 Mo S. S. plate. 
These assemblies  were  bolted t o  a 3 x 1 1 / 2  inch s tee l  channel and were  
subjected to 3-day cold soak to -260' F followed by programmed rad i -  
ant l amp  heating until the bond line reached 600'F. 
successfully survived the cold soak tes t  and heating with no bond 
failure (see figures 41, 42). 

Al l  specimens 

4.1. 3 Abort Tower W e l l  Mock-up Cold Soak T e s t  

Abort Tower W e l l  mock-up APT-608 (figure 43), which consisted of 
0.96 inch -39/M ablator on  a 0.096 inch thick substructure  with 4 
mechanical res t ra in ts ,  
The specimen was  unchanged after test. 

was exposed to a 3-day cold soak to -260°F. 

The tes t  objective was  to proof test  tower well  ablator and bond f o r  hot 
and cold soak conditions, and to provide a functional check of the 4 
mechanical res t ra in ts .  This specimen will now be subjected to hot 
soak testing to 600'F. 

4.1.4 Tests  of Sta. -81 Gap Finger Seal Specimens 

Finger  sea l  specimens APT-627-1, 628-1, and 629-1 consisted of 
6 inch-long mockup sections of the RTV-560 finger seal bonded to 
0.060 inch thick f iberglass  and steel  support blocks i n  a manner  which 
simulated the proposed sea l  installation on the Apollo vehicle at 
Xc = 81.0. 

These mockup section specimens were  installed i n  holding adapters  on 
a standard tensile tes t  machine and then loaded at -260°F to failure. 
All three specimens failed when some of the f ingers  broke off nea r  
their  roots. 
below. 

Deflections and ultimate loads are presented i n  the cha r t  

APT-627 -1 APT-628-1 APT-629-1 

Maximum Load 1208 lbs. 1340 lbs. 1510 lbs. 

Maximum Deflection 0. 0767 in. 0.0669 in. 0. 0894 in, 

Prel iminary analytical predictions of required maximum deflection for  
the above condition were  0.050 to 0.055 inch. 
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Figure 40 SIDE WINDOW FRAME MISMATCHES 
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Figure  43 ABORT TOWER WELL MOCKUP SPECIMEN A P T  608 AFTER COLD 
SOAK TESTING 

11979-C 
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In addition, these t e s t s  demonstrated that the new bonding used fo r  
attaching the rubber sea l  members  to the f iberglass  edge members  
was capable of carrying more  load than the sea ls  could impose at 
failure.  
l a s t  period, all experienced bond failures.  

The previous s e r i e s  of specimens tested,  as reported in  the 

4.1.5 Hot Soak Test of 18 x 18 Inch Back-to-Back Ablator 

Specimen APT-589 (figures 44 and 45) which was previously cold soak 
tested,  consisted of 1.0 inch-39/HC-G back-to-back on a n  18 x 18 x 1 / 2  
inch S. S. sandwich (0.015 inch face sheets). 
members  and bolt plug holes around the ablator edges. This specimen 
was subjected to a hot soak t es t  in which the ablator-substructure 
interface temperature  was maintained at t 2 5 0 " F  for  4 hours. 
ve r se  effects were  found. 

There were  also edge 

NO a d -  

4. 1.6 Restrained 18 x 18 Inch Ablator Panel Cold Soak Test 

Specimen APT-590 was an  18 x 18 x 1 /2  inch S. S .  sandwich (0.008 
inch face sheet)  with a 1 inch thickness of Avcoat 5026-39/HC-G. 
was bolted to a restraining f rame providing simple support to all four 
edges. 
the center half of the panel w a s  insulated, and the remaining one-quarter 
was exposed to the standard three-day programmed cold soak to -250°F. 
The specimen was  unchanged after t e s t  and no ill effects were  observed 
as a resu l t  of the test. 

It 

One-quarter of this panel was exposed to ambient conditions, 

4. 1.7 Beam Tests  

The beam tes t s  completed during this reporting period were  as follows: 

Beam specimens APT-614, 615, 616, and 617 consisted of 5 x 22 x 1 /2  
inch S. S. sandwhich (0.008 inch face sheets)  with 1.5 inch thickness 
of Avcoat 5026 -39/HC-G. These specimens were  previously cracked 
at -260" F by center -point loading. 
to t250"F and were loaded to fa i lure  at -260°F by quar te r  point load- 
ing. 

They were  then cycled f r o m  R. T. 

The resu l t s  a r e  shown in table IV. 

Beam specimens APT-618, 619, and 620 were  tested as par t  of the 
t e s t  program to determine the effects  of a the rma l  cycle. 
mens were  tested as controls without being subjected to a thermal  cycle. 
Test  resu l t s  a r e  shown in  table IV. 

These speci-  

Specimen APT-621 consisted of 5 x 22 x 1 /2  inch S. S .  sandwich 
(0.008 inch face sheets)  with 1.8  inches of Avcoat 5026-39/HC-G. The 
specimen was heated to t 2 5 0 " F  in a constant moment quarter  point 
loading fixture and loaded to failure.  Test  r e su l t s  a r e  shown in table IV. 

-78- 



Beam specimens APT-637 and 638 were tested as part of the test  pro- 
gram to evaluate the performance of a HT-424 tape splice. 
were no splice failures during these tes ts .  
in table IV. 

There 
Test results  are shown 
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TABLE I V  

Apt 

No. 
61 4 

61 5 

61 6 

617 

61 8 

- 

61 9 

620 

621 

637 

638 - 

STRUCTURAL BEAM TEST RESULTS 

'hickne s s 
(inches) 

1 . 5  

1. 5 

1 .5  

1. 5 

1. 8 

1. 8 

1. 8 

1. 8 

1 .4  

1 .4  

Ablator 

Width 
(inches ) 

5. 0 

5. 0 

5. 0 

5. 0 

5. 0 

5. 0 

5. 0 

5. 0 

5. 0 

5. 0 

Node 
Dir e c tion 
Transve r se  

Transve r se  

Transve r se  

Transve r se  

Transve r se  

Transve r se  

Transve r se  

Transve r se  

.e, a,- 

.I, -6- 

I'emp. 
(OF) 
-260 

-260 

-260 

-260 

-260 

-260 

-260 

t250  

-260 

-260 

Ultimate Load 

Moment 
(in. lb/  in. ) 

888 

450 

675 

614 

720 
89 5 

650 

630 

720 

720 

765 

Condition 
F. S. B. 

F. S. B. 

F. S. B. 

B. D. 

B. D. 
F. S. B. 

B. D. 

B. D. 

F. S. B. 

A. C. 

A. C. 

;FHT-424 tape splice a c r o s s  ablator at beam centerline and ribbon nodes 
1 lo-1 5'  f rom longitudinal centerline. 

F. S. B. 
B. D. Bond delamination 
A. C. Ablator cracking 

Face skin buckling of substructure  
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4. 2 The rma l  Tests  

A s  previously reported,  a new technique has  been instituted for the m e a s u r e -  
ment  of f ront  surface temperature  and total radiation a t  the OVERS Arc  
facility. 
measu remen t s  a t  0.65 microns by a n  optical pyrometer  and d i r ec t  m e a s u r e -  
ments of total radiation a r e  performed using a n  Eppley thermopile -detector. 
The thermopile is calibrated experimentally using the Stefan equation, 

Surface temperatures  a r e  determined f rom spectral  intensity 

by calculating the radiation ( qr ) f rom surface temperature  ( T,) measu remen t s  
on specimen of reference mater ia l  heated in the a rc .  
is a crystal l ine f o r m  of silicon carbide (globar) whose emissivity is well known 
at  elevated temp e r a tu r  e s . 

The reference ma te r i a l  

The optical pyrometer  is corrected to the black body temperature  associated 
with the measu red  spectral  intensity (brightness temperature).  Since the 
spectral  emissivity of the sample surface is  l e s s  than one, the t r u e  su r face  
t empera tu re  will be g rea t e r  than the brightness temperature.  An additional 
correct ion to the brightness temperature is  required to account f o r  the r e -  
duction of radiant t ransmission by the plexiglass window through which the 
sample is viewed. 
pyrometer  may be expressed by the Wien equation for  black body radiation 

The spectral  intensity, i A  , measured  by the optical 

where 

C1, C2 = constants 

TB = brightness temperature  

A = wavelength. 

The measu red  spectral  intensity is related to the spectral  intensity of 
specimen radiation, i i  , by 

i A  = T A  i i  (3  

specimen intensity may 
body, i. e. , 

i i  = C1 A-5 exp 

where  T A  is  the spectral  transmissivity of the plexiglass window. The 
be given. by the Wien equation for  a non-black 
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where 

TT = t rue  surface temperature  of the specimen 

= spectral  emissivity of the specimen 

F rom equations (2-4) ,  the difference between brightness and t rue  su r face  
temperature,  AT, may be expressed as follows: 

The transmissivity of the plexiglass window is a function of the length of 
time it is exposed to sample testing since it i s  coated with ablation p ro -  
ducts generated during the cour se  of the tests.  
of the window may occur as a r e su l t  of interaction with the plasma. 
Representative transmissivity values for  plexiglass windows were  determined 
from optical pyrometer measurements  of a tungsten lamp source with a dirty 
window both i n  and out of place, using the following relationship derived f rom 
the Wien equation: 

In addition, deterioration 

-1 

where 

T i  = brightness temperature  with window out of place 

TB = brightness temperature  with window in place.  

Transmittance calculations were  per formed for windows exposed to sample 
testing at widely differing a r c  conditions and different periods of time. 
resultant values a r e  presented in  a plot of transmissivity v e r s u s  testing 
time (figure 46). 
that the transmissivity of the plexiglass window is  insensit ive to a r c  con- 
ditions. In conventional testing both temperature  and radiation measu re -  
ments a r e  performed a t  a t ime approximately sixty seconds af ter  the 
beginning of the test;  therefore,  a plexiglass window transmissivi ty  of 
0. 85 was used in data reduction. 
computed for the Eppley calibration runs. 

The 

The data is  reasonably well correlated and i t  i s  observed 

An appropriate  t ransmissivi ty  was also 

The salt (NaC1) window through which the Eppley detector views the 
specimen will a lso introduce t ransmission l o s s e s  during sample testing. 
The calibration curve, however, does account f o r  a window transmission 
loss and experimental data indicate a negligible difference between the 

-84- 



t ransmissivi t ies  of sal t  windows for typical t es t  and calibration applications. 
Consequently, no correction of the measured  total radiation data was employed. 

Surface temperatures  and total emissivit ies were  determined simultaneously 
f r o m  data on the Apollo mater ia l ,  using a n  i terat ive procedure. The speci-  
mens  were  considered grey bodies and variations of emissivity with surface 
temperature  and a r c  conditions ignored. 
ag reemen t  with experimental data presented i n  the January 1964 Apollo 
Monthly P r o g r e s s  Report  obtained f rom room temperature  measurements  
of spec t r a l  reflectance on cha r red  specimens of the Apollo material .  Fu r the r -  
more,  a ten percent  e r r o r  in  spectral  emissivity of the specimen o r  spectral  
t ransmissivi ty  of the window will introduce only a one percent e r r o r  in surface 
t empera tu re  and a five percent  e r r o r  in the computed total emissivity. 
l a t te r  consideration is the only reasonable one consistent with previously 
determined values of emissivity for  the Apollo material .  
utilized for  the brightness temperature correct ion and Equation (1 ) to compute 
values of total emissivity f r o m  the surface t empera tu res  and measu red  r ad -  
iation. 
and on successive i terations the average of total emissivity values f r o m  the 
previous i teration was employed. 

The fo rmer  consideration is i n  

The 

Equation (5)  was 

On the f i r s t  i teration a value of spectral  emissivity was assumed, 

Surface temperatures ,  radiant emission, and total emissivit ies for  tes ts  
run i n  the OVERS facility a r e  presented i n  tables V and V I .  
i n  which emissivity values a r e  reported, an  average value 
obtained with a sca t te r  band of approximately t 0. 1. 

F r o m  the tes t s  
of 0. 84 was 

- 
A s e r i e s  of 10 splash samples to evaluate performance of specimens with 
c r a c k s  was tested in  the OVERS facility. 
cracked and 5 control specimens of 5026-39-3/8HC-G material .  
mens  with tapered, staggered c racks  had a nominal surface crack of 0.080 
inch. Figure 47 presents  a photograph of a typical sample p r i o r  to testing. 
F igu res  44 through 52 a r e  post t es t  photographs of the 10 samples. 
p re sen t s  the ablation data. 
tion of the pair  AP1753-14 and -32 there i s  negligible difference in length 
l o s s  for  the p a i r s  of cracked and control specimens. Samples AP1753-14 
and -32 were  tested a t  a nominal heat flux of 100 Btu/ft2-sec while the 
remaining samples were  tested a t  12  to 50 percent  of this value. 

The samples  consisted of 5 
The speci-  

Table VI1 
I t  will be noted f r o m  table VII that with the excep- 

Fifteen combined radiation and convection OVERS splash tes ts  (5026-39/HC/G, 
AP-1683) have been run but data reduction is incomplete. 
t e s t s  on four  " repa i rv1  OVERS splash samples have been conducted and the 
ablation data is reported, herein (AP 1752). 

In addition splash 

Arc  and ablation data a r e  presented f o r  the four OVERS splash (AP-1752- 
1-4)  "repair1 '  samples in  table VIII. It should be noted that t rue  surface 
t empera tu res  were obtained f r o m  brightness temperature  measurements  
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assuming a value of spectral  emissivity,  c A  = 0. 85, a t  0. 6 5 p  . 
i s  consistent with previous emissivity values determined using the new 
radiation and temperature  measu remen t  technique. Backface thermo- 
couple measurements  were  a l so  obtained for each sample. This data, 
however, is in a stage of par t ia l  reduction. 
specimens appear in figures 5 3  and  54. 

This value 

Pos t - t e s t  photographs of the 

I t  i s  observed in table VIIIthatno appreciable difference i n  ablation p e r -  
formance between repaired and control samples  occurred. 

Four thermal  conductivity tes t s  were  conducted i n  the guarded hot plate 
apparatus and 4 tes ts  were  conducted in  the high temperature  radial  con- 
ductivity apparatus on 5026-39/HC-G, material .  Tes t  resul ts  a r e  shown 
i n  table IX. 
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, 

Sample No. 

A P  1 683 - 1 

AP1683-13 

AP1683 -1 6 

AP1683 -1 7 

AP 1 6 8 3 - 20 

AP1683-29 

AP 1683 - 55 

A P  16 83  - 56 

AP1683 - 57 

A P  1683 - 5 8 

AP1683-59 

AP1683-60 

AP1683 -61 

AP1683 -62 

AP 16 83  - 88 

AP1683-90 

AP1683 -93 

AP1683 - 95 

A P  1683 -96 

A P  1683 - 99 

AP1684-11 

h t h a l p  y 
3tu/lb 

13400 

16900 

4900 

7400 

9400 

17200 

19200 

16400 

11300 

10200 

10300 

10000 

9200 

20800 

16200 

4800 

7400 

10100 

17400 

12800 

10400 

TABLE V 

RADIATION AND TEMPERATURE DATA 

Cold W a l l  
Hea t  F lux  

3tu/ f t 2  - s e c  

108 

106 

101 

101 

100 

95 

262 

100 

130 

70 

46 

22 

7 

217 

107 

101 

91 

94 

95 

106 

21 

T e s t  Time 
s e c  

300 

300 

300 

300 

300 

300 

400 

600 

500 

800 

1200 

1500 

1700 

400 

120 

120 

120 

120 

120 

120  

500 

Sur face  
t emp  e r a t u r  e 

OK 

2010 

2000 

1940 

2030 

1980 

1980 

2710 

21 00 

1810 

1630 

1220 

2510 

2010 

2060 

2020 

1960 

1950 

2030 

1880 

Radiant  
E m i s s i o n  
wa t t s /  c m 2  

72 

79 

69 

89 

67 

- -  
- -  
73 

- -  
53 

38 

23 

11 

- -  
79 

78 

- -  
63 

- -  
71 

- -  

Emiss iv i ty  

0. 77 

0. 89 

0. 86 

0.93, 

0. 76 

- -  
- -  
- -  
- -  

0. 89 

0. 95 
- -  

0. 86 

- -  
0. 84 

0. 76 

- -  
0. 76 

- -  
0. 73 

- -  



A P  1 6 83 - 3 1 
AP 1 683 - 32 
AP 1683 - 33 
A P  1 683 - 34 
AP 1 683 - 35 
AP1683-36 
AP 1 6 83 - 41 
A P  1 683 - 42 
APl683-47 
A P  1 6 83 - 48 
AP 1 6 8 3 - 49 
AP 1683 - 50 
AP 1683 - 51 
A P 1 6 8 3  - 52 
AP 1683- 53 
AP1683-54 
AP 1683 - 87 
APl683 - 9 1 

AP 1695- 2 
A P  1695 - 13  
AP 1695- 14 
A P  1695 - 3 
APl695 - 15 
AP1695-6 
AP1695-5 
AP1695-27 
AP 1 6 9 5 - 2 1 
AP1695-26 
A P  1 6 95 - 1 6 
A P  1 69 5 - 24 
A P  1 695 - 9 
A P  1 69 5 - 3 5 
AP 1 695 - 25 
A P  1695- 10 
APl695-  1 1 
AP1695-23 
AP1695-1 
A P  1695-4 
AP 1695- 8 
AP1695-20 

Enthalpy 
B t d l b  

3150 
3300 
3800 
4200 
9300 

10500 
11000 
10700 
16400 
16700 
17500 
17500 
19000 
18800 
20400 
20400 
18900 
18900 

4500 
4700 
4500 
4700 
4800 
6600 
6700 
6600 
6700 
7100 

10300 
10300 
10100 
10300 
10600 
141 00 
141 00 
141 00 
13100 
12800 
17200 
17200 

TABLE VI 

RADIATION AND TEMPERATURE DATA 

Cold W a l l  
Heat  Flux 

3tu/ ft2 - s e c 

90 
110 
100 

99 
44 
46 

245 
253 
48 1 
347 
43 2 
432 
49 0 
557 
564 
564 
46 0 
46 0 

102 
108 
102 
108 
102 

98 
97 
98 
97 

105 
89 
89 
85  
89 

105 
104 
100 
104 
98 
94 

102 
102 

T e s t  T i m e  
s e c  

300 
600 
3 00 
600 
3 00 
600 
120 
200 

80 
120 
60 

100 
60 

120 
45 
75 

100 
100 

60 
120 
180 
240 
300 

60 
120 
180 
240 
300 

60 
120 
180 
240 
300 

60 
120 
180 
240 
300 

60 
120 

Surface 
t e m p e r a t u r e  

OK 

1890 
2020 
1970 
2010 
1760 
1730 
2560 
2550 
3030 
2900 

2220 
3110 
3090 
3120 
3180 
2210 
2210 

1930 
2010 
1970 
2010 
1870 
2000 
2040 
2010 
2010 
1820 
1970 

- -  

- -  
- -  
- -  

1850 
1895 
1870 
1890 
1785 
1835 
1910 
1890 

- 8 8 -  

Radiant 
E m i s s i o n  
w a t t s I c m 2  

Emi s s ivi ty  



TABLE VI (Conclld) 

Sample No. 

AP1695-12 

AP1695-22 

A P  1695 - 7 

AP1695-32 

A P  1965 -33 

APl695-28  

A P  1 695 - 30 

A P  1 69 5 - 29 

A P  1 696 - 9 

A P  1696 - 10 

A P l 6 9 6  - 1 1 

AP1696-12 

A P  1696 - 7 

A P  1 696 - 7% 

A P  1 6 9 6 - 7:% 

AP1696 - 7* 

AP1696-7* 

A P  1696 - 8:: 
A P  1696 - 8>% 

AP1696-8:X 

AP 1 696 -8* 

A P  1 696 - 8 

Enthalpy 
B tu / lb  

17200 

16700 

17000 

19000 

19000 

19000 

19200 

19200 

10400 

9700 

10300 

17500 

11200 

15600 

12200 

10500 

6300 

12500 

14800 

13100 

10500 

5500 

Cold W a l l  
Heat  Flux 

Btu/ft2-sec 

102 

132 

122 

118 

113 

118 

132 

132 

27 

46 

65 

278 

25 

133 

45 

25 

20 

25 

133 

45 

25 

20 

T e s t  Time 
s ec 

180 

2 40 

300 

60 

120 

180 

240 

3 00 

1500 

1200 

700 

250 

50130 

30130 

250120 

380120 

690 

501 30 

30130 

250120 

380120 

690 

Sur face  
t emp  e r a tu r e 

OK 

1930 

1860 

1870 

1760 

1780 

1780 

1950 

1920 

1470 

1600 

1670 

2140 

1450 

1860 

1620 

1470 

1430 

1420 

1850 

1610 

1440 

1420 

Radiant  
E m i s s i o n  
wat ts  1 cm 2 

- -  
76 

71 

- -  
- -  
-- 
81 

74 

22 

37 

4 3  

89 
- -  
57 

31 

20 

16 

18 

62 

31 

18  

16 

Emi s s iv i  ty 

*The second value of time r e f e r s  t o  the t ransi t ion p e r i o d  accompanying the change 
i n  heating. 



Sample No. 

AP1753-14 

APl753-32 

AP1753-11 

APl753-30 

AP175 3 -9 

AP1753-19 

AP1753-2 

AP175 3-20 

AP175 3-1 

AP1753-22 

Specific 
Gravity 

0,4771 

0.4673 

0.4795 

0.4720 

0.4845 

0.4790 

0.4968 

0.4875 

0.4974 

0.4946 

TABLE V U  

OVERS SPLASH TEST ABLATION DATA 

Mass Flow 
lb /sec  
x10-3 

5.7 

5.7 

5.7 

5.7 

0.8 

0.8 

0.65 

0.65 

0.6 

0.6 

Cold W a l l  Test  
Heat Flux Time 

Btu/f+?-sec s e c  

54 300 

53 300 

52 300 

60  300 

Impact 
Jressure 
m m  Hg 

15.5 

15.7 

12.2 

12.1 

1.0 

1.0 

1.4 

1. 3 

1.0 

1.0 

Length Surface 
Loss Tempera-  

inches ture  “ K  

0.09 1640 

0.13 1700 

0.09 1630 

0.11 1690 

Inthalpy 
Btul lb  

3900 

4100 

3300 

3300 

3400 

3500 

13,200 

14, 300 

6000 

6500 

Sample No. 

AP1752-1 

AP1752-2 

AP1752-3 

AP1752-4 

TABLE VlzI 

Mass Flow Impact Enthalpy 
Specific lb / sec  P r e s s u r e  B t d l b  
Gravity x 10-3 mm-Hg x 

0.493 0.8 2.1 12.5 

0.499 0.8 2.3 13.1 

0.500 0.8 - - -  12.5 

0.528 0.8 1.9 - 1 3 . 8  

OVERS SPLASH TEST DATA 

Cold W a l l  
Heat Flux 
ItuIft2-sec 

99 

95 

52 

49 

12 

12 

55 

55 

12 

12 

Time 
s e c  

110 

110 

- 

220 

220 

1100 

1100 

220 

220 

1100 

1100 

- 
Length 
LOSS 

inches 

0.15 

0.40 

0. 19 

0.19 

0. 08 

0. 03 

0. 05 

0. 05 

0. 07 

0.10 
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Comments 

Bonded plug 

Control 
sample 

Regunned 
cel ls  

Bonded 
slice 



- 
r e s t  
No. 

046 

049 

0 52 

043 

06 1 

- 

A P  No. 

1723-2 

1723-3 

1723-4 

1723-1 

1710-6 

TABLE IX 

THERMAL CONDUCTIVITY TESTS 

Mater ia l  

5026-39/HC-G, 8 0 0 ° F  prechar  

5026-391HC-G. 8 0 0 ° F  prechar  

5026-39/HC-G, 1200°F  prechar  

5026-39/HC-G, 800 O F  prechar  

5026-39/HC-G, 2000°F  prechar  
Radial  K 

Densi ty  
r i r g i n l p r e - c h a r r e d  

30.23119.25 

30.46/20.12 

30.16121.31 

30.21 120.09 

30.47120.67 

3 Note: Density is i n  L b m l f t  and K is in B t u l h r ' F  uni t s  

-91 - 

K 

0.037 
0.034 

0.037 
0.032 

0.070 
0.080 

0.035 
0.030 

0.182 
0.218 
0.252 
0.288 

~ 

r e m p  "F 

2 50 
800 

2 50 
800 

250 
1000 

2 50 
800 

500 
1000 
1500 
2000 
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11. MATERIALS DEVELOPMENT AND MANUFACTURING 

A. MATERIALS DEVELOPMENT 

A l l  variables that were  thought to be pertinent to "hockey puck" density changes 
in the 5026-39 ablator have been carefully evaluated. 
a tor  ( 2 )  equipment ( 3 )  environment (4) processing (5)  raw ma te r i a l s  and (6) tes t -  
ing. 

These included (1) oper-  

Equipment and environmental conditions were quickly shown as  non-contributing 
to any g ross  differences in physical properties of the ablator when other condi- 
tions were  kept constant. 
not account for density variability. 
the conditions under which the tes t  mold was prepared. 
tween mold size,  mold p r e s s u r e  and ablator weight was  standardized to elimin- 
ate this variable. The batch processing is fairly complicated and m u s t  neces- 
sar i ly  allow somewhat loose specifications so that on the spot compensations 
may be made for uncontrollable reactions. Still, density changes could not be 
directly related to process  variables.  

Operators  (with proper  training and experience) did 
Testing resu l t s  were  found to depend upon 

The relationship be- 

Raw mate r i a l s  used in  each batch were  tabulated and correlated with density 
changes over a large number of runs. 
phenolic microballoon propert ies  could be varied within their  specification 
ranges so a s  to resul t  in  widely varying molded plug densit ies.  
length and bulk density a r e  important to final molded plug density. 
lic microballoon density and wall strength affect  the mold plug density. 
these propert ies  a r e  controllable except balloon wall strength. 

It w a s  found that both glass  f ibers  and 

Fiber  diameter ,  
Also pheno- 

A l l  of 

Microballoon breakdown during the mixing operation r e su l t s  in density increases .  
Pre-breakdown before mixing is limited by the specification allowing a minimum 
of sinkers.  
o r  even non varying strengths of balloons. It is however possible to compensate 
for balloon breakage by varying the fiber properties.  Keeping all other proper-  
t ies  constant, changes in the fiber bulk density can be made to compensate for 
balloon strength variability. 

This st i l l  does not provide a means for guaranteeing high strength 

Char t  I shows the density variation effects when glass  fiber bulk density is in- 
creased.  
other ingredients and processing techniques have been kept constant. A l l  m a t e r -  
ials w e r e  well within specification l imits  and the processing did not deviate f rom 
the prescr ibed procedure. 

Three batches of phenolic microballoons have been used while all 
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CHART I 

5026 -39M ABLATOR DENSITY VARJA BILITY 

Phenolic Total 
Microballoon Batches Glass Fiber 

Lot No. 

707511 
7075 11 
7075 11 
710177 
710177 
710177 
7 14260 
7 14260 
7 14260 

Density 
Bad I Good Bulk 

Density, g / c c  

0.051 
0.051 
0.051 
0.065 
0.065 
0.065 
0.074 
0.074 
0.074 

>0.59 g /cc  

9 
6 

17 
2 
1 
5 
0 
0 
5 

0.52 - 0.59 g/cc 

1 
1 
5 
6 
3 
5 

41 
16 
15 

Lot No. 

466A 
466D 
466F 
466A 
466D 
466F 
466A 
466D 
466F 

G ~ S S  Fiber  
I* Bulk Density g / c c  

0.088 
0.088 
0.088 
0.088 

10 
41 
16 
20 

Phenolic 

Lot No. Molded Plug, g / cc  
Mic r oballoon Density 

466A 0.50 
466D 0.56 
466 F 0.56 
421 E 0.53 

The following conclusions a r e  evident f rom these data: 
of the fiberglass increased the percent  of good batches (within ablator density 
specification) increased.  
ceptable batch densit ies w e r e  A> D> F. 
lot  D gave 74 percent  good batches and lot  F gave 48 percent  good batches. ( 3 )  
A l l  bad batches were  too high in  density, none were  below the specified density 
range. 

(1)  A s  the bulk density 

( 2 )  Microballoon lots with r e spec t  to providing a c -  
Lot A gave 81 percent  good batches,  

It would appear  that ra i s ing  the glass  fiber bulk density compensated for a n  in- 
c r e a s e  in fragility of phenolic microballoons.  
I1 were  prepared keeping all var iables  constant except phenolic microballoons 
and using a glass  fiber with a bulk density of 0. 088 gfcc .  

Four test batches shown in Char t  

CHART I1 

VARIATION O F  ABLATOR DENSITY WITH FILLER CHANGES 

I 



The r e su l t s  shown in Char t  I1 ag ree  with predicted d e c r e a s e s  in  mold plug den- 
s i t ies  using higher bulk fiber. The 466F microballoons which consistently gave 
high ablator densit ies when used with lower bulk g l a s s  fiber gave ablator densi-  
t ies  well within specification when used with the higher bulk glass  fiber. 
the 466A microballoons which gave lowest ablator densit ies using lower bulk 
glass  fiber dropped below specification ablator density when higher bulk glass  
w a s  used. 
of 0.57 g / c c  (10 batch avg. ). 
bulk glass  the ablator density dropped a s  expected (to 0. 53 g/cc).  

Also 

The 421E microballoons have been giving a n  average ablator density 
Using these same  microballoons with the higher 

It was  found that the presence of cured RTV 560 silicone rubber gaskets inhibits 
the cu re  of Sylgard 182 adhesive. These two mate r i a l s  contact each other i n  the 
vicinity of the abor t  tower well. 
onto the cured RTV silicone and then casting Sylgard next to the coated RTV. An 
effective b a r r i e r  coat was  developed using epoxy / Versamid res ins .  A specifi- 
cation for this ma te r i a l  has  been written. 

Coating formulas were  evaluated by brushing 

Two bond tensile specimens were  fabricated with HT 424 tape adhesive and w e r e  
held 7 days before cure  (4  days a t  room temperature,  and 3 days a t  100°F). 
These two specimens were  then cured and tested with r e su l t s  of 3880 and 4570 
psi ,  both of which exceed the 3600 psi  minimum strength in the applicable spec- 
ification. This indicates that some time is available for minor r epa i r s ,  adjust-  
ments,  etc. before cu re  of the adhesive. 

To maintain a smooth transit ion a c r o s s  depressions and /o r  patches on the sub- 
s t ruc tu re  surface so  that f iberglass honeycomb would give a continuous bond it 
was  necessa ry  to devise a method to achieve a faired surface. Several  t es t s  
were  made using HT 424 tape alone and interlayered with glass  cloth. 
able fairing with minimum bubbling was accomplished using a bottom and top 
layer  of HT 424 tape and a center layer  of glass  cloth. 
feathered out some 2 to 3 inches. 

A suit-  

The filled a r e a  was  

B. MANUFACTURING 

AFRM 006 was received a t  Avco at the beginning of this reporting period. 
age to the shipping container for the crew compartment was  evident. 
ing, i t  appeared that the compartment had shifted off the support r ing provided 
for i t s  base and had sustained some damage to s t r inge r s  and to the base r ing at 
Station 23 through contact with the container. Figure 55 shows the compartment 
as  uncrated, while figures 56 and 57 show typical a r e a s  where the base ring has  
been nicked by contact with screws and where internal  s t r inge r s  have been bent 
by contact with the support ring. There w a s  no apparent shipping damage to the 
other compartments.  

Dam- 
On uncrat-  
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NAA/S&ID representatives surveyed this damage and direction was  given to 
proceed with the compartment,  using 400 gr i t  abrasive paper to d r e s s  the mach- 
ined surfaces  of the base r ing so as to minimize the effects of the damage. Sub- 
sequent direction was  given for the removal of a portion of the damaged s t r inger  
a t  F r a m e  5. These actions have been accomplished. 

Application of the ablative heat shield to AFRM 006 is  current ly  in p r o g r e s s  in 
the Avco Manufacturing a rea .  The following summary  cove r s  those operations 
which have been accomplished on each compartment to date: 

Opera t i  on 

Weight and CG Determination 

X-Ray 

Dimensional Inspection 

Edgemember and Honeycomb 
Pre f i t  

Cleaning and Priming Sub- 
s t ructure  

Bonding of Edgemembers and 
Honeycomb 

Contour Machining of Honey- 
comb 

Inspection of Honeycomb Bond 

Repair of Defective Bond Areas  

AFRM 006 
C omDartment 

Nos ec ap 

complete 

complete 

complete 

complete 

complete 

complete 

complete 

complete 

In process 

Forward  

complete 

complete 

complete 

complete 

complete 

complete 

-- 

In process  

- -  

Crew 

complete 

complete 

complete 

[n p rocess  

- -  

- -  

- -  

-- 

- -  

Aft 

complete 

complete 

complete 

complete 

In p rocess  

-- 

-- 

-- 
-- 

Figures  58 and 59 show the crew and af t  compartments on the weight and CG 
fixture s . 
In addition to the operations indicated above on the substructures  themselves,  
fabrication of detail pa r t s  has  a l so  progressed. .Essentially all fiberglass p a r t s  
for AFRM 006 have been fabricated and inspected. The exceptions a r e  in  the 
many areas on the vehicle where dimensional deviation of the substructure f rom 
NAA/S&ID drawings has necessitated re-design and modification of the existing 
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part .  In some cases ,  this is the r e su l t  of the presence of doublers and other 
r epa i r s  in the s ta inless  steel  panels, while in  others ,  the problem resu l t s  f rom 
significant contour deviations in  the s t ructure  itself. In e i ther  case,  the r e -  
quired modification of the existing design has  been time consuming and has  r e -  
quired much hand fitting and rework of pa r t s  and tooling. 

Moldings of 5026-39M have been processed for abor t  tower wells, rendezvous 
window wells, and bolt plugs. These a r e  currently being machined. 

Al l  raw mater ia ls  for  the mixing of 5026-39 for the AFRM 006 heat shield a r e  
in  house. 
for gunning into the various compartments.  

This operation will be scheduled as  necessary to supply the mater ia l  

Continued p rocess  development and prove-out has  proceeded with the par t ia l  
completion of the c rew compartment and nosecap mockups. Sufficient a r e a  
was  loaded by gunning in  each case  to insure a n  adequate quantity of ablator for 
checkout of the machining operations for each compartment. 
the crew compartment mockup as bagged for the ablator cure .  
silicone gaskets a r e  being c a s t  in the door openings of the crew compartment 
mockup to perfect techniques and to t ra in  Manufacturing personnel in  this oper - 
ation. 

Figure 60 shows 
In addition, RTV 

The Betts numerically controlled vertical  boring machine has  been installed and 
operated with trial tapes. Some difficulty was  encountered with the table drive.  
This has been modified and is back in  operation. 
ations a r e  proceeding. 
of each compartment mockup. 
and the ability of the machine to follow tape instruction. 

Adjusting and de-bugging oper-  
Tapes a r e  being prepared to machine a 30 degree sector  

These tes t s  will further check the depth of cut 

~~ 
~ 
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111. QUALITY 

Detail pa r t s  for the f i r s t  two st ructures ,  006 and 009 have been inspected and 
submitted to s tores .  

Inspection i s  being maintained to support a l l  newly fabricated p a r t s  to replace 
spoilages. 

Raw mater ia ls  received in preparation for the formulation of 5026-39 for AFRM 
006 i s  inspected and in s tores .  

Inspection of all four compartments of the 006 s t ructure  has  been completed. 

The results of these inspections have been submitted to Design Engineering, and 
release of the s t ructures  for fabrication were  formally made by E. C. i 
At the request of NAA, a dye penetrant inspection of all visible dents, dimples, 

spection indicated no surface cracks.  A formal r epor t  was  made to the Apollo 
Project Office for t ransmit ta l  to NAA. 

and bulges on the FWD/Nose Section was performed and the r e su l t s  of this in- 
I 

I 
The prefit of detail  p a r t s  for the Nose, 
p r io r  to bonding on the structure.  

and Forward Section has  been completed 

In-process inspection during the prefit  of detail p a r t s  to the c rew and aft  sections 
a r e  currently being maintained. 

On 31 August 1964, during fabrication, damage to the crew compartment was i 

discovered (see figure 61). 
unknown. A Non-Conformance Report was prepared by NAA Quality Assurance 
Representative and disposition was made for r epa i r  by NAA. 
tion plan has been prepared for all inspection required in accordance with NAA 
disposition made. 

The manner in which the damage was inflicted is 

A detail inspec- 

Inflicted damage is i l lustrated on the attached photograph. 

The inspection of the bond of Honeycomb Core to the Nose Section is complete, 
and all deviations were  reported on MRB. 
and completed. 

A disposition for r epa i r  was made 
Inspection of the r e p a i r s  will be accomplished during the week. 

Eecause of the out of tolerance dimensions on all sections, a g r e a t  amount of 
inspection time was  expended to r e p o r t  all deviations to Engineering for  the 
purpose of making the required changes on par ts .  
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